
 
Figure 1 

Primex Chitosan Specific Processing Steps 
 

  
       ChitoClear FG           ChitoClear FG95  

 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Deproteinization 
 (NaOH) 

Washing 

Demineralization 
(HCl) 

Deacetylation 
(NaOH) 

Extended 
deacetylation 

Washing 

Drying 

Sieving and 
packaging 

Milling 

ChitoClear 
FG95 

Washing 

Demineralization 
(HCl) 

Deacetylation 
(NaOH) 

Washing 

Drying 

Milling 

Sieving and 
packaging 

ChitoClear FG 

Deproteinization 
 (NaOH) 


